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One of the interesting thing that is worth mentioning is the degree of hydrolysis.
Poly(vinyl alcohol) cannot be polymerized directly and thus hydrolyzed from poly(vinyl acetate) 
And usually they are available in two grades, one in partially hydrolyzed PVA  and the other is fully hydrolyzed PVA which is equivalent to 84 ~ 87 % and 97-99% of hydroxyl groups in the overall chain respectively.

PVA was used as a supporting film for tissue defect repair application
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