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Metallothermic reduction as an electronically mediated reaction
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The commonly held view that metallothermic reduction is strictly a chemical reaction
and that the process is rate limited by mass transfer has been found to be incomplete.
a study of the production of tantalum powder by the reaction of K2TaF7 with sodium, it
has been shown that there are two dominant kinetic pathways, both involving electron
transfer. Furthermore, the overall rate of reaction is limited by electron transport betwee
the reactants. This indicates that metallothermic reduction is an “electronically mediated
reaction” (EMR). Experiments found that the location of the tantalum deposit and its
morphology are governed by the reaction pathway.
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I. INTRODUCTION

Tantalum is produced by metallothermic reductio
of one of its salts.1,2 At approximately 800±C, solid
potassium heptafluorotantalate (K2TaF7) and liquid
sodium are added to a halide melt (known as a “diluen
where they react to produce solid tantalum in the fo
of powder. The central reaction for this process is

K2TaF7 s,d 1 5 Nas,d  Tassd
1 5 NaFs,d 1 2 KFs,d ,

(1)

where the underline denotes that the species is disso
in the diluent. Figure 1 shows a sketch of the industr
reactor. The stirrer is necessiated by the fact that wh
K2TaF7 dissolves in the diluent, sodium is effective
insoluble. This process is representative of a set
primary extraction technologies that produce metal
reaction of one of its compounds with a metallic redu
ing agent. Magnesium, titanium, zirconium, beryllium
neodymium, and tantalum are all examples of met
produced by this technology.

The commonly held view is that metallotherm
reduction is strictly a chemical reaction and that t
process is rate limited by mass transfer. In the pres
study it is shown that the reaction mechanism of Eq.
includes electron transfer steps, and furthermore, that
the rate at which electrons produced by the anodic st
are transported to the cathodic steps that controls
overall rate of reaction. For this reason, metallotherm
reduction is deemed to be electronically mediated.
addition, there is evidence that the mode of electr
transport between reactants influences the morphol

a)Present address: Institute for Advanced Materials Processing, Toh
University, 2-1-1 Katahira, Aobaku, Sendai, 980 Japan.
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of the metal product. Recognition of the role of electro
transport has important consequences for process des
and optimization.

II. METALLOTHERMIC REDUCTION AS AN
ELECTRONICALLY MEDIATED REACTION

Conventional metallothermic reduction is based o
direct physical contact between feed and reductan
schematically illustrated in Fig. 2(a). Mixing of feed
and reductant is achieved by mass transport through
reaction medium. As a complement to this convention
view of metallothermic reduction, it is proposed tha
metallothermic reduction necessarily includes electro

FIG. 1. Schematic of industrial reactor for tantalum production.
 1998 Materials Research Society
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(a)

(b)
FIG. 2. Schematic of two reaction pathways for metallothermic
duction: (a) metallothermic reduction (MR): mixing of reactants
direct physical contact; (b) electronically mediated reaction (EM
electronic mediation—no contact between reactants.

transport; i.e., the mechanism of Eq. (1) includ
electron-transfer steps together with the transport
electrons between reactants. For example, Eq. (1)
be expressed as the sum of the following two par
reactions, each of which involves electron transfer:

Ta51 1 5e  Ta0ssd , (2)

5 Na0s,d  5 Na1 1 5e . (3)

Strictly speaking, the reaction represented in Eq.
likely proceeds in multiple steps, e.g., 51 to 41, etc.,3–11

but such details do not detract from the conclusio
of this study. What is missing from Eqs. (2) and (
is the explicit statement of the requirement of electr
transport from sodium (reductant) to K2TaF7 (feed).
Owing to the fact that the molten halides typical
employed as diluents are extremely poor conductors
electrons, one can expect the rate of tantalum produc
to be controlled not simply by mass transfer of K2TaF7

and sodium, but rather by the rate of electron transp
from sodium to tantalum. Hence, the overall reaction c
be viewed as an electronically mediated reaction (EM
This is shown schematically in Fig. 2(b).

When EMR is operative, the reactor can be view
as functioning much like a primary battery: the reducta
acts as the anode or electron source, the diluent ac
the electrolyte, and the metal product acts as the cath
or electron sink. A metallic object that contacts bo
sodium and K2TaF7 functions as the “load” in such a
battery circuit and provides a low-resistance path for
electrons.

It is further hypothesized that there are two typ
of EMR: “short-range” and “long-range.” Short-rang
EMR (SREMR) occurs by electron transfer throu
the molten salt medium and is effectively identic
to the conventional model of metallothermic reducti
J. Mater. Res., Vol. 1
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as a thermochemical reaction. In contrast, long-rang
EMR (LREMR) does not involve direct physical contact
between feed and reductant. Instead, the reaction occu
by electron transfer through an electronically conductiv
medium, e.g., reactor wall, stirrer, or even the tantalum
deposit itself.

III. EXPERIMENTAL DESIGN

To test the hypothesis that metallothermic reductio
occurs by electrochemical steps in which the kinetics ar
controlled by electron transport between reactants and
demonstrate the existence of LREMR, experiments we
conducted according to the schematics shown in Fig.
Figure 3(a) shows metallothermic reduction by SREMR
i.e., K2TaF7 and sodium are introduced via open-ende
drop tubes into the diluent where they react only afte
making physical contact. The diluent is a multicompo
nent halide melt containing sodium ions. Figure 3(b
shows almost the same setup as Fig. 3(a), but with on
exception. The drop tubes containing K2TaF7 and sodium
are electrically connected through an external circui
This allows the reactions described by Eqs. (2) an
(3) to proceed without physical contact between K2TaF7

and sodium. Electrons produced upon the formation o
sodium ions according to Eq. (3) need not be donate
directly to a contacting tantalum ion but instead can
travel along the external conductor to the compartmen

(a)

(b)
FIG. 3. The design of experiment to prove the existence of long
range EMR. (a) Metallothermic reduction, or short-range-EMR
(b) Electronically mediated reaction, or long-range-EMR.
3, No. 12, Dec 1998 3373
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containing K2TaF7. In this case electrons produced by th
ionization of sodium in the left chamber are transport
through an external circuit to the fluorotantalate ion
(TaF22

7 ) in the right chamber. There, they can reduc
tantalum ions to metal. If such LREMR exists it shoul
be manifest in the form of a current flowing in th
external circuit. Furthermore, if LREMR is operative w
should expect that the production of tantalum powder
confined to the right chamber where flurotantalate is
duced due to the injection of electrons from the extern
circuit. LREMR is generally overlooked in the analysi
of metallothermic reduction operations, although it ca
be operative, if not dominant, in many instances.

Figure 4 shows the experimental apparatus. T
nickel drop tubes for the samples, boron nitride spac
thermocouple sheath (not shown in the figure), two ide
tical reference electrodes (only one shown in the figur
and the diluent salt were placed in the nickel crucib
which measured 7.6 cm o.d. The reference electrode w
a closed-on-end tube made of hot-pressed boron nitri
Inside was a nickel wire immersed in a melt consistin
of the diluent salt to which NiF2 was added to the level
of 1 mol %. The bottom of the BN tube was milled
down to a thickness of less than 1 mm to allow rap
establishment of electrical contact between the dilue
salt and the melt in the reference electrode. About 440
of diluent salt was charged into the nickel crucible
Prior to the experiment, K2TaF7 feed (mass 24.2 g)
and sodium reductant [mass 12.8 g, which exceeds
stoichiometric amount required by Eq. (1)] were ca
under argon atmosphere (5N grade, 1 ppm oxygen) i

FIG. 4. Experimental apparatus.
3374 J. Mater. Res., Vol. 13
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stainless steel cups. These cups were positioned at
top of the nickel drop tubes. The reaction tube wa
then assembled, evacuated to a pressure of 1 kPa, a
heated to 400±C for 12 h to remove moisture. The
cell was backfilled with argon, and the temperature wa
increased to 800±C. Once the diluent salt had melted, the
reference electrodes were immersed into the diluent, a
the external circuit was shorted. In some experiment
potassium was used as reductant. In such instances,
reaction temperature was reduced to 700±C to avoid
boiling of the potassium metal.

The experiment began by dropping the cups con
taining the reductant and feed. Current was monitored
the external circuit by measuring voltage across a 1 mV

standard resistor acting as a shunt. The data were tak
by voltmeter (Keithley Model 181 Nanovoltmeter) and
digital multimeter with eight-channel scanner (Keithley
Model 199) and logged onto a PC via GPIB interface
using software written in-house. When the current in
the external circuit dropped to below 0.5 A (typically
this took about 2 h) the experiment was terminated. Th
reference electrodes and the thermocouple were rais
out of the diluent melt, and the power to the furnace wa
cut. The cell and its contents furnace cooled to room tem
perature. Samples were taken of the solidified diluent an
tantalum metal product. In total, about 10 g of tantalum
was produced in a typical experiment. Metal powder wa
found throughout the channel formed by the nickel dro
tubes and the boron nitride connector. Samples of th
material were analyzed by x-ray diffraction and electron
probe microanalysis.

IV. RESULTS

Figure 5 shows the current versus time trace for
representative experiment. Time zero is measured fro
the moment the feed and reductant were dropped into t
diluent. Over the first 15 min the current rose steadily
reaching a maximum value of almost 8 A and then
decreasing over the next hour to below 1 A. The curren
spikes are experimental artifacts caused by occasion
interruption of external current to allow measuremen
of the open-circuit potentials between the referenc
electrode and each drop tube. At the time of maximum
current, an open-circuit potential of 0.9 V was measure
between the two drop tubes. The total electrical charg
passed through the external circuit was calculated b
evaluating the time integral of the current shown in
Fig. 5 and found to be 11,100 C.

Clearly, the presence of current in the externa
circuit proves the existence of LREMR—since feed an
reductant are physically separated there is no way fo
the reaction to proceed by SREMR. It takes 29,800 C o
0.3085 moles of electrons to reduce completely 24.2
of K2TaF7 (Ta51) to metallic tantalum (Ta0). During
, No. 12, Dec 1998
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FIG. 5. Measured current in the external circuit. Current spik
caused by occasional interruption of current to measure open-cir
potentials.

the course of our experiment, 11,100 C passed throu
the external circuit. Therefore, at least 37% of th
tantalum is produced by LREMR, i.e., without an
direct physical contact between the K2TaF7 feed and
the sodium reductant. In other words, it is the actio
of electrons donated by the sodium reductant to t
electronically conductive medium in contact with bot
the sodium and the K2TaF7 feed that produces tantalum

Figure 6 shows the variation of open-circu
potentials during the course of an experiment. Perio
cally the current in the external circuit was interrupte
and voltages were measured (i) between the NiyNi21

reference electrode and the K2TaF7 feed tube, and
(ii) between the NiyNi21 reference electrode and th
molten sodium. In the terminology of batteries, th
K2TaF7 is acting as the cathode, while the sodium
acting as the anode. The driving force for the reacti
between them was measured to be approximately 0.8
The Nernst potential calculated from the reported Gib
free energy of formation of K2TaF7 is 1.4 V.12,13 Also,
voltammetry in CsCl–KCl–NaCl–K2TaF7 melts shows
a one-step reduction of Ta51 to metal at a half-wave
potential of 0.9 V versus AgyAgCl. Given the expected
electronic shorting caused by the high volatility of th
metal reductant and possible degradation of the refere
electrode in such a strongly reducing environment, t
measurement of somewhat lower voltages is judged
be reasonable under the circumstances.

Representative results of experiments demonstrat
the existence of LREMR are summarized in Table
In all cases, substantial currents were measured in
J. Mater. Res., Vol. 13
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FIG. 6. Measured open-circuit potentials.

external circuit. By comparing the quantity of charge
that passed through the external circuit with the tota
charge that would be required to fully react with the
K2TaF7 reactant, the fraction of K2TaF7 that was reduced
by LREMR was calculated. The results indicate tha
the extent of LREMR is not insignificant; in some
experiments, almost 40% of the tantalum was produce
by LREMR. The poor reproducibility may be attributed
to leakage currents which can be traced to the high vap
pressure of the metal reductant at the temperature of t
experiment. This can also explain the surprisingly larg
fraction of tantalum produced by LREMR in experiment
4 when potassium, rather than sodium, was used as t
reductant. Potassium was expected to be more solub
than sodium in the molten salt diluent with the result
that the electronic conductivity is higher. This should
increase the likelihood of SREMR, an expectation tha
was not supported by experimental evidence. Even wit
potassium as the reductant, the extent of LREMR wa
substantial.

In all cases, tantalum metal was found in the cathod
tube and at the bottom of the crucible. Figure 7 show
how the morphology of the metal product is affected
by the mechanism of the reduction reaction. Figure 7(a
shows fine, unagglomerated tantalum powder harveste
from the bottom of the crucible. This material is pre-
sumed to have been formed by homogeneous nucleati
in the bulk of the diluent melt by SREMR. Figure 7(b)
shows the tantalum produced inside the fluorotantala
drop tube. This material is not loose powder but rathe
a compact deposit adhering to the metallic substrat
, No. 12, Dec 1998 3375
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TABLE I. Some representative conditions and results for metallothermic reduction of K2TaF7 by LREMR at 1073 K.

Amount of reactant Observed current

Expt. K2TaF7 Reductant Temp. Reaction Max. Average Charge through Ta fraction produa

no. (g) (g) s±Cd time (s) (A) (A) external circuit (C) by LREMR

1 39.1 12.6 800 14,000 7 0.87 12,200 25%
2 24.2 12.8 800 8,600 8 1.29 11,100 37%
3 16.4 12.2 700 3,700 3 0.84 3,100 15%
4 9.26 9.65b 700 4,800 3 0.91 4,400 38%

aPercentage of K2TaF7 reduced by LREMR is calculated from the ratio of charge transported through the external circuit to total c
required to reduce all tantalum present in the feed.

bPotassium was used as reductant.
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This is what one would expect for a metal produce
by LREMR which involves electron transport via a
conducting intermediary substrate on which heterog
neous nucleation of tantalum metal occurs. These res
indicate that two rather different types of metal produ
are formed depending upon the kinetic pathway.

(a)

(b)
FIG. 7. (a) Tantalum powder obtained from bottom of reactor vess
(b) Tantalum powder obtained in the cathode tube.
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V. DISCUSSION

Industrial practice provides more evidence. In th
Kroll process, titanium tetrachloride is reacted with
magnesium to produce titanium metal in the form o
sponge.14 Because magnesium is almost insoluble i
multicomponent melts containing magnesium chloride,15

there is effectively no electronic conduction in the melt.16

Hence, the dominant kinetic pathway is LREMR. In th
Hunter process, titanium tetrachloride is reacted wit
sodium.17 Here, titanium metal is produced mainly in
powder form. Sodium is quite soluble in sodium chlorid
at elevated temperatures.18 If multicomponent solutions
containing sodium chloride retain partial electronic con
duction, this provides conditions favorable for SREMR
and, hence, powder formation.

The results of this study can be generalized t
other metallothermic reduction processes, to change
ther product morphology or process chemistry. Table
shows how to exercise morphological control over th
product. For example, to make a dense, compact me
product requires that one take steps to ensure th
LREMR is the dominant kinetic pathway in order to en
hance heterogeneous nucleation of new metal on selec
substrates while repressing homogeneous nucleation
powders in the bulk of the diluent medium. In parallel

TABLE II. Recommended operating practices to tailor the characte
istics of metal produced by metallothermic reduction.

Powder Dense, compact metal
(enhance SREMR) (enhance LREMR)

1. Mixing 1. No mixing
2. Minimize the use of metal 2. Maximize surface area of

components electronically conductive
medium

3. Polarize metal anodically 3. Polarize metal cathodically
4. Charge with excess reductant, 4. Charge with excess feed,

i.e., in excess of feed i.e., in excess of reductant
5. Render diluent electronically 5. Render diluent ionically

conductive conductive
6. Mix feed and reductant in the 6. Charge feed and reductant

charge remotely
, No. 12, Dec 1998
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the level of electronic conduction should be kept at
minimum in the diluent salt. Practical measures includ
charging feed and reductant at different locations in t
reactor and avoiding mixing. To minimize electroni
conduction, feed should be charged in stoichiomet
excess of reductant. Lastly, LREMR can be furthe
enhanced by cathodic polarization of the substrate
which metal product is forming.

Process chemistry can also be affected thanks
an understanding of the role of EMR in metallothe
mic reduction. Specifically, recognition of the effect
of LREMR opens up new possibilities in the choic
of reductant. This is due to the fact that LREMR
occurs without direct contact between feed and reducta
thereby avoiding the undesirable affects of contamin
tion of the metal product by impurities that may b
present in the reductant. For example, one can imag
a process in which titanium tetrachloride is reacte
with magnesium scrap to produce titanium metal.
the reaction is controlled so as to proceed strictly b
LREMR (this can be managed by reactor design), t
reductant can be physically separated from the feed, a
thus there is no danger of contaminating the produ
metal with impurities and alloying elements present
the magnesium scrap. Using magnesium scrap inst
of high-purity magnesium or sodium as the reducta
offers significant cost advantages and is at the same ti
environmentally friendlier than the present technolog
In the absence of an understanding of LREMR, use
magnesium scrap in this application would be unthin
able. In other words, the old adage of process metallur
has been overturned. Previously it was thought that
make high-purity product required high-purity feedand
high-purity reductant. Understanding EMR points th
way to processes in which it may be possible to ma
high-purity product from high-purity feed andlow-purity
reductant. Verification awaits further research.

VI. CONCLUSIONS

The production of tantalum powder by the reactio
of K2TaF7 with sodium has been studied, and two dom
nant kinetic pathways, both involving electron transfe
have been found. Electron transport between reacta
can be rate limiting; hence, the reaction is consider
to be electronically mediated. The location of the ta
talum deposit and its morphology seem to depend
J. Mater. Res., Vol. 13
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the reaction pathway. Recognition that metallotherm
reduction is electronically mediated is helpful for the
design of new processes and optimization of existin
processes. It would be interesting to test on a wider ba
the concepts set forth in the present article; specificall
analysis of other metallothermic reduction process
within the framework of electronic mediation could
prove insightful.
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